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CUSTOMER NAME: CHANGZHOU YAMING WOOD INDUSTRY CO., LTD
ADDRESS: NO.55 XINHENGCUI ROAD, ECONOMIC ZONE, CHANGZHOU CITY,
JIANGSU PROVINCE, 213103

Sample Name : COMPACT LAMINATE
Product Specification : 2mm
Other Information : White

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

SGS Ref. No. : SHIN2404000140CPCO01

Other Ref. No. :  IN-SH-CP-5627-24110

Date of Receipt . 2024-04-22

Testing Period : 2024-04-22 ~ 2024-05-06

Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for

SGS-CSTC Standards Technical
Services (Shanghai) Co., Ltd..

XW(“‘Tﬂﬂ

Xander Yang
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion
Resistance to Wet EN 438-7:2005 Clause 4.13.2 &
1 See Result Pass
Conditions EN 438-2:2005 Clause 15
Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;
N/A : Not Apply to the judgment.

Original Sample Photo:
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Test Item: Resistance to Wet Conditions
Test Method: EN 438-7:2005 Clause 4.13.2 & EN 438-2:2005 Clause 15
Test Condition:
Specimen: 150mmx150mmx2mm, 3pcs
Treatment Condition: Immersion in water at 65°C for 48h— Immersion in water at 23°C for 15min.
Lab Environment Condition: (23+2)°C, (50+5)%RH

Test Result:
Requirement in EN 438-7:2005 Clause )
Test ltem Test Result Conclusion
4.13.2 & EN 438-6:2005 Table 3 EGS
Resistance to Wet
3.20 <7 Pass
Conditions
Appearance Rating 5 >Rating 4 Pass
Original Data:
Test Result
Test ltem
Individual Value Average Value
Water Absorption (%) 3.12 3.20 3.27 3.20
Resistance to Wet - - - -
N Surface Rating Scale* | Rating 5 | Rating 5 Rating 5 /
Conditions
Edge Rating Scale* Rating 5 | Rating 5 Rating 5 /
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*Surface rating scale:
Rating 5: No visible change
Rating 4: Slight change of gloss and/or colour, only visible at certain viewing angles
Rating 3: Moderate change of gloss and/or colour
Rating 2: Marked change of gloss and/or colour or surface blistering
Rating 1: Surface layers delamination
*Edge rating scale:
Rating 5: No visible change
Rating 4: Slight hairline edge cracks visible to the naked eyes
Rating 3: Moderate edge cracks
Rating 2: Severe edge cracks
Rating 1: Core layers delamination
Unless otherwise stated, this report provides a declaration of conformity according to whether the test
results are within the specified limits or specifications without considering the measurement
uncertainty.

********End of report********

Unless otherwise agreed in writing, this document is issued by the Company subject to its General Conditions of Service printed overleaf,
available on request or accessible at https://www.sgs.com/en/Terms-and-Conditions. Attention is drawn to the limitation of liability,
indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects
the Company's findings at the time of its intervention only and within the limits of Client's instructions, if any. The Company's sole
responsibility is to its Client and this document does not exonerate parties to a transaction from exercising all their rights and obligations
under the transaction documents. This document cannot be reproduced except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted
to the fullest extent of the law. Unless otherwise stated the results shown in this test report refer only to the sample(s) tested and such
sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Doccheck@sgs.com

No.69, Block 1159, East Kang Qiao Road, Pudong District, Shanghai, China. 201319 £(86-21)61196300  www.sgsgroup.com.cn
FE - B R R R BR11595F695 #4R: 201319 1(86-21)61196300  sgs.china@sgs.com
T

Member of the SGS Group (SGS SA)



		2024-05-06T06:42:22+0000
	CNE2
	SGS officially issued document




