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CUSTOMER NAME: Changzhou Yaming Wood Industry Co., Ltd

ADDRESS: No.55 Xinhengcui Road, Economic Zone, Changzhou City,Jiangsu 

Province, 213103

Sample Name : Compact Laminate

Material and Mark : Phenolic+ Kraft Paper + Deco Paper

Product specification : White

Others : 12mm

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client.

*************
SGS Ref. No. : SHIN2403000094CPC02

Date of Receipt : Mar 19, 2024

Testing Start Date : Mar 19, 2024

Testing End Date : Apr 03, 2024

Test result(s) : For further details, please refer to the following page(s)
(Unless otherwise stated the results shown in this test report refer only 
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical 
Services (Shanghai) Co., Ltd.

Eric Song
Authorized signatory
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Summary of Results:

No. Test Item Test Method Result Conclusion 

1 Flexural Strength ISO 178:2019 Method A 107 MPa  / 

Pass : Meet the requirements;

Fail : Does not meet the requirements;

Note:

/ : Not Apply to the judgment.
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Test Item: Flexural Strength

Sample Description: Sample sheet

Test Method: ISO 178:2019 Method A

Test Condition:

Specimen:240 mm×15.015 mm× 12.165 mm

Testing speed: 5 mm/min

Span: 184 mm

Lab Environmental Condition: (23±2)℃, (50±5)%RH

Test Result:

Test Item Test Result

Flexural Strength 107 MPa

Note: Test specimens were cut from the Original Sample.
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Test Photo:

Original Sample A

Before test-Sample A After test-Sample A

Equipment Information: 

Equipment Model
Equipment 

No.
Calibration date Next Calibration date

Universal testing 

machine

BZ2-

MM010TN.Z

W02

P-406 2024-01-15 2025-01-14

******** End of report********
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